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	Evaporation metals
	Ti, Al, Ni

	Base pressure
	3E-6

	Evaporation time
	1 hour

	Evaporation speed
	3A/sec

	Evaporation power
	20~40%(Emission power)

	Evaporation thickness
	Ti, Al < 7.5kA, Ni< 1kA

	Resistance of metal sheet
	[bookmark: _GoBack]74.6m ohm

	
	



